Standard Grade (E series)

- High Purity
Features - Uniformity / Sharpness of particle size
- High a-phase content
Specifications
SSA 0 C:k Cl Fex Cax Al a-phase content
(me/g) (Wt%) (Wt%) (ppm) (ppm) (ppm) (ppm) (wt%)
SN—E10 9~13 10 <1 1
SN—EQ5 4~6 10 <1 1
<2.0 0.1 <100 >95
SN—EQO3 2~4 11 <1 1
SN—ESP 6~8 16 1 3
sk typical value
Particle Size Distribution SEM Images
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Mechanical Property (sintered)

Sintered Density Vickers Hardness

Bending Strength
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SEM Image of a section of
sintered SN-E10
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